
WATERPROOFING 9-11

9-11 WATERPROOFING

9-11.1 Asphalt for 

Type 4.

Acceptance shall be as provided in Section 9-02.2(1).

Fabric

9-11.3 Portland Cement Mortar

Portland cement and sand for the mortar protection course shall conform to the 
following requirements:

Portland Cement Section 9-01

Sand Section 9-03


